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S1. Higher magnification cross section SEM images of crosslinked membranes. 

 
 



 

Figure S1. Cross section images of crosslinked Gelatin/GO membranes. 

 

S2. Thickness of the crosslinked and uncrosslinked membranes. 

 



 

Figure S2. Thickness of the crosslinked membranes determined on SEM micrographs. 
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