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Figure S1: The device I-V characteristics of MAPI at different bending angles: a) compressive 

and b) tensile. 
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Figure S2: Shows the UV-Visible absorption spectra of MAPI films in pristine form and those 

after the application of a strain of 0.009% for compressive bent states after 1000 cycles. 
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