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Table S1 Physical properties of CAMIX.

AEEA AEEA+MWCNT AEEA+MWCNT-
COOH AEEA+MWCNT-OHT

（K）
ρ(kg/m3) η(mpa•s) ρ(kg/m3) η(mpa•s) ρ(kg/m3) η(mpa•s) ρ(kg/m3) η(mpa•s)

293 1013.5 2.26 1015.0 2.56 1014.0 2.54 1015.5 2.39

303 1010.5 1.08 1011.5 1.83 1012.0 1.78 1010.0 1.75

313 1006.5 1.32 1007.0 1.39 1006.0 1.34 1005.0 1.22



323 1002.0 1.06 1002.5 1.07 1000.5 1.05 1001.5 1.04

Table S2 PH of adding different solids.

T
（K） AEEA AEEA+MWCNT AEEA+MWCNT-

COOH
AEEA+MWCNT-

OH

293 12.40 12.34 12.26 12.31

303 12.14 12.07 11.92 12.02

313 11.89 11.78 11.74 11.79

323 11.56 11.51 11.49 11.51



.

Figure S1 Partial enlarged details of the first cycle of absorption


