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Table S1. Geometry dimensions and electrical resistance of the conductive lines. 

Line width 

(cm) 

Length (cm) Thickness (cm) Resistance (Ω) 
Conductivity 

(S/m) 

0.5 5 11.66×10-4 0.1425 6.02×106 

0.4 5 9.84×10-4 0.22915 5.54×106 

0.3 5 8.33×10-4 0.42335 4.73×106 

0.2 5 7.32×10-4 0.84165 4.06×106 

0.1 5 4.04×10-4 3.0710 4.03×106 

0.05 5 1.83×10-4 12.9312 4.23×106 

0.04 5 1.49×10-4 19.07915 4.40×106 

0.03 5 1.06×10-4 38.3875 4.10×106 

0.02 5 0.86×10-4 69.45833 4.19×106 

 


