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Figure S1. The dielectric properties of CNTs filled composites: (a), (b) dielectric constant and 

loss of PBS/PVDF/CNT composites with variable weight ratio of PVDF and PBS; (c), (d) 

dielectric constant and loss of PBS/CNT and PVDF/CNT composites.
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