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Sample λmon (nm)  τobs (pre-exponential factor) 

PtSe2 830 bleaching 0.57 ps (-0.91), 38 ps (-0.09) 

4Me-PtSe2 
830 bleaching 0.42 ps  

930 absorption  0.40 ps (-0.71), 23 ps (0.29),  

 


