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Table S1: Used hyperparameters in the cross-validation (CV) and meta learner models.
Nlayers stands for the number of layers, and Scon for the layer after which the property
selector vector is concatenated. Nx and Dx stand for the number of neurons and dropout
rates of the xth layer.

Nlayers N1 D1 N2 D2 N3 D3 Scon

CV 1 3 544 0.20 544 0.30 480 0.2 2
CV 2 3 544 0.20 480 0.30 416 0.2 2
CV 3 3 480 0.30 480 0.00 480 0.1 1
CV 4 3 544 0.20 480 0.30 416 0.2 2
CV 5 3 416 0.10 480 0.20 352 0 2
Meta learner 2 448 0.05 320 0.45
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