
 1

 

Supplementary information 

Study on the Ring-Opening Polymerization of Benzoxazine through 

Multi-Substituted Polybenzoxazine Precursors 

Meng Wei Wang, Ru Jong Jeng,
 
Ching Hsuan Lin 

1600 1400 1200 1000 800

240 
o
C

220 
o
C

200 
o
C

180 
o
C

160 
o
C

140 
o
C

A
b
s
o
rb
a
n
c
e

Wavenumber (cm
-1
)

R.T.

874

 

Figure S1. FTIR spectra of PBz-2M under accumulative curing at each stage for 20 min (1700-700 

cm
-1
). 

 


