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Supporting Information 

Table S1. Characteristics of the basic materials studied in the current work.   

Base Material Supplier Molecular weight
a 
(g/mol) Tg (°C) 

Polysulfone Udel 3500  
Solvay Advanced 

Polymers (Belgium) 
66 000 185 

Polyetheretherketone 

Victrex 450G  
Victrex (UK) 115 000

1
 143 

Polyethersulfone Cardo 
Engineering Plastics of 

Suzhou (China) 
117 000 248 

Nafion® 117 DuPont (USA) - 125
2
 

Sulfonated polyimide 
Synthetized by LMOPS 

(France)
3
 

- > 250 

Laponite (synthetic 

layered silicate) 
Rockwood (USA) 

Lamellar crystalline 

particles 
No Tg 

a
Measured by size exclusion chromatography, with polystyrene standards 
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