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Figure 1. XRD pattern of  a) α-KNdW2O8 and b) β-KNdW2O8  
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Table 1. Wave numbers  and assignment of observed vibrational modes for   α-KNdW2O8 and β-KNdW2O8  

             α-KNdW2O8  (Tetragonal)                                                   β-KNdW2O8 (Monoclinic) 


