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Figure S4: IR spectra of GdPO4 samples synthesized from Gd(acac)3 and  H3PO4 at 

180ºC for 30 minutes using an EG/H2O ratio of 90/10. (a) GdPO4 (b) 10%-doped Eu 

GdPO4. 
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