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Figure 1. pXRD patterns of a) GA milled; b) GA spray dried; c) AA milled; d) AA 

spray dried; e) SA milled; f) SA spray dried; g) MA milled; h) MA spray dried  
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Figure 2.  DSC of melt quenched malic acid displaying its glass transition 

temperature. 
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