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Fig S1. Three measurements of PSDs of produced crystals. 
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Table S1. 99% confidence intervals of nucleation rates correlation 

Variable Value Lower Limit Upper Limit 

kR 3.04985E-18 3.04961E-18 3.05008E-18 

i -1.15000104 -1.150002822 -1.149999259 

j 1.060000833 1.059996861 1.060004805 

 


