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Supporting Information 

 

       model 

sample path ri / Å Ni i R  ri
* Ni

* 

-Fe Fe-Fe 2.48 8.0 0.66 0.09  2.48 8 

 Fe-Fe 2.84 6.0 0.77   2.87 6 

 Fe-Fe 4.07 12.0 0.92   4.06 12 

 Fe-Fe-Fe 3.91 48.0 0.44   3.93 48 

 Fe-Fe-Fe 4.59 48.0 0.51   4.52 48 

         

C Fe-Fe 2.48 6.3 0.75 0.13    

 Fe-Fe 2.81 5.7 1.47     

 Fe-Fe 4.02 7.4 1.19     

 Fe-Fe-Fe 3.88 45.7 1.28     

 Fe-Fe-Fe 4.51 44.4 2.06     

 

 

Table S1: EXAFS fit results for -Fe and Sample C as reported previously 14. The values for E0 were 

+7.7 eV and +5.2 eV for -Fe and Sample C, respectively. 

 


