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Figure S1. Absorption spectra of the PSS aqueous solutions in a 10 mm cuvette as a 

function of the polymer concentration: (1)-4x10
-4

; (2)-1x10
-3

; (3)- 1x10
-2

 wt%. (1') - 

curve 1 multiplied by a factor of 25.  
  


