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Supporting Information for 

Two-color sum-frequency generation study of single-walled carbon nanotubes on 

silver 
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Figure S1.  Two-color SFG spectra of SWCNTs deposited on gold evaporated films 

for visible wavelengths from 640 (lower curve) to 470 nm (upper curve).   
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Figure S2.  Two-color SFG spectra of octadecanethiol (ODT) adsorbed on silver 

evaporated films for visible wavelengths from 640 (lower curve) to 470 nm (upper 

curve). 

 


