
Supporting Information 

Figure S1.  GPC traces for A) MePEG5000; B) PEG5000-b-PCL4100 pre-micelle preparation; C) PEG5000-b-
PCL4100 post-micelle preparation at a polymer concentration of 10 mg/mL; D) PEG5000-b-PCL4100 post-
micelle preparation at a polymer concentration of 50 mg/mL.   

 



Figure S2. 1H NMR spectrum for PEG5000-b-PCL4100. 
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Figure S3. Semilogarithmic plot of surface tension versus the log concentration of PEG5000-b-PCL4100, 
PEG2000-DSPE, and a mixture of PEG5000-b-PCL4100:PEG2000-DSPE (80:20 mol %) (n=3). 

 

 

 

 

 

 

 

 

 

 

 

 

 



Figure S4. Semilogarithmic plot of the fluorescence emission intensity versus the log concentration of 
PEG5000-b-PCL4100, PEG2000-DSPE, and a mixture of PEG5000-b-PCL4100:PEG2000-DSPE (80:20 mol %) 
(n=3). 

 

 

 


