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Abnormal Growth of Electrodeposited BiSb Alloy 

Nanotubes

Supporting Information

Figure S1 EDS of the BiSb alloy array.

TABLE S1 Atomic ratio of Bi and Sb in the BiSb alloy array.

Element App Intensity Weight% Weight% Atomic%
Conc. Corrn. Sigma

Sb L 26.99 0.7692 36.87 1.63 50.07
Bi M 56.84 0.9460 63.13 1.63 49.93
Totals 100.00


