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Figure S1: Superposition of 

13
C NMR spectra of polyamide-3 samples (run 8 and 11 Table 1) 

 



 

Figure S2: Evolution of the pH jumps in function of the t-BuONa amount 

 

 

 

 

Figure S3: TGA thermogram of polyamide-3 run 4 Table 1 

 



 

Figure S4: TGA thermogram of polyamide-3 run 10 Table 1 

 

 

 

 

Figure S5: DSC thermograms of PA-3 (run 4 and 10, Table 1) 

 

 

 


