
Supporting Information 
 

FT-IR spectra (KBr disk) recorded for a charge-stabilized P2VP microgel (upper 
spectrum), PEGMA-stabilized P2VP microgel (middle spectrum), PEGMA-stabilized 
linear P2VP latex (lower spectrum). Note the weak carbonyl feature at around 1740 
cm-1 due to the PEGMA stabilizer in the latter two spectra. 
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