
Table  Index results of CuMo3O10 

Experimental Calculated 

2 θ(º) d (Ǻ) 
Intensity 
(100×I/I0) 

h k l d (Ǻ) 

13.21 6.702 22 1 0 0 6.795 

19.05 4.659 21 1 1 0 4.714 

24.06 3.698 22 1 0 1 3.625 

25.27 3.524 16 0 1 1 3.585 

25.69 3.468 17 2 0 0 3.398 

36.34 2.472 20 2 1 1 2.466 

37.28 2.412 95 2 2 0 2.357 

39.49 2.282 15 3 0 0 2.265 

42.13 2.145 27 3 1 0 2.141 

43.25 2.092 51 2 2 1 2.065 

45.48 1.994 19 1 0 2 2.043 

49.82 1.830 49 3 2 0 1.863 

50.24 1.816 32 2 3 0 1.836 

53.96 1.699 100 4 0 0 1.699 

59.36 1.557 22 3 0 2 1.557 

60.02 1.541 12.9 4 1 1 1.535 

60.91 1.521 30 1 4 1 1.492 

66.98 1.397 35 3 2 2 1.406 

67.56 1.387 33 2 3 2 1.394 

*The diffraction angel was calibrated by quartz (SiO2). 


