
SI-2: the magnetic properties of cobalt(II) imidazolate 6 and 7 
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Figure 1. The plots of temperature dependence of χM for 6 and 7 measured at 10 kOe field 
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Figure 2. Plots of field-cooled (FCM) for 6 and 7 at 200 Oe field 
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Figure 3. Plots of zero-filed-cooled (ZFCM) for 6 and 7 measured at 200 Oe field  


