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XRD pattern of calcined AMS-3 

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

 
FT Diffractogram tilt-series recorded for mesoporous material AMS-8 (observed and 

calculated tilt angles based on cubic F crystal class) 
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