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Supporting Information 
 
 
Supplemental Figure 1. Complete Fe(ClO4)2/PMBT ratio dependent CD and UV-vis spectra of PMBT 
aggregates at 20 °C (Process A) 
 

 
 

Experimental Data of the Ionic Effect on the Chiral Aggregation of PMBT 

Process A Process B 
gabs (position in the CD spectra, nm) gabs (position in the CD spectra, nm) 

 
Metal Ions 

Positive (×10-4) Negative (×10-3) 
λmax in the UV-
vis spectra (nm) Positive (×10-4) Negative (×10-3) 

λmax in the UV-
vis spectra (nm) 

None 6.9(462) -1.5(555) 503 6.8(467) -1.6(558) 475 
Na SO

3
CF

3
 5.5(463) -1.1(561) 488 6.2(462) -1.5(555) 475 

Ag SO
3
CF

3
 7.5(462) -1.6(555) 478 8.7(460) -2.2(555) 475 

Fe (ClO
4
)

3
 1.3(520) -0.20(588) 527 7.7(462) 1.9(555) 475 

Fe (ClO
4
)

2
 11(477) -2.2(570) 515 5.9(465) -1.5(555) 478 

 


