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FIGURE 1: Raman spectra of coordination polymers: CN stretching frequencies (Spectra recorded above (below) Tc is in black (red))
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FIGURE 2A: Raman spectra of Fe(py)2[Pd(CN)4] in the low-frequency region 
Spectra recorded above (below) Tc is in black (red) (* indicates Kr+ plasma lines)
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FIGURE 2B: Raman spectra of Fe(py)2[Pt(CN)4] in the low-frequency region 
Spectra recorded above (below) Tc is in black (red) (* indicates Kr+ plasma lines)
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FIGURE 2C: Raman spectra of Fe(pz)[Pd(CN)4].2H2O in the low-frequency region 
Spectra recorded above (below) Tc is in black (red) (* indicates Kr+ plasma lines)
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FIGURE 2D: Raman spectra of Fe(pz)[Pt(CN)4].2H2O in the low-frequency region 
Spectra recorded above (below) Tc is in black (red) (* indicates Kr+ plasma lines)
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FIGURE 2E: Raman spectra of Fe(pz)[Ni(CN)4].2H2O in the low-frequency region 
Spectra recorded above (below) Tc is in black (red) (* indicates Kr+ plasma lines)
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Figure 3: Raman spectra of coordination polymers: pyridine or pyrazine internal modes
Spectra recorded above (below) Tc is in black (red) 


