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Figure S1. Evolution of the fraction of transformed form I in 50 °C crystallized PB-1 samples as a 

function of annealing time th at 40 °C, after annealing at -10 °C for 60 min. 
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Figure S2. Evolution of the fraction of transformed form I in isothermally crystallized PB-1 

samples as a function of annealing time th at 40 °C [a) and c)] after annealing at -10 °C for 60 min or 

tl at -10 °C [b) and d)] followed by annealing at 40 °C for 220 min. The isothermal crystallization 

temperatures were indicated in the figures. 

 

 

 


